lair

lubricants TAIF LU bl'iCCl ni'S

TAIF STACCATO

ONMMCAHME

MacaAo-TenAcHoOCUTEAD c BbICOKMAM 3KCMAYATALMOHHbIMM XAPAKTEPUCTUKAMM,
NPEAHA3HOYEHHOE AAS MPUMEHEHMA B 3AKPBITbIX M OTKPbITBIX CUMCTEMAX HEMPIMOrO HArpesdal.
MPOU3BOAMUTCS M3 BbICOKOKOAYECTBEHHbBIX TEPMUYECKM CTAOMAbHBIX OCA30BbIX KOMMOHEHTOB,
MOABEPTHYTbIX TMAPOCOUHULLIMHIOBOM AOOYMUCTKE M ODAQACIOLLLMX BbICOKOM TEMAOMNEPEAOQHEN.

OBAACTb NMPUMEHEHUNA

3AKpPbITbIE U OTKPbLITbIE CUCTEMbI (MPU OTCYTCTBMM KOHTAKTA C BO3AYXOM) HEMPAMOTO HAMPEBA C
MNPUHYAUTEABHOM LIMPKYASLMEN. MAKCUMOABHOS OOBEMHAS TEMMNEPATYPA MACAQ AAS 3AKPbITbIX
cuctem — 310 °C, AAas OTKPbIThIX — 180 °C.

MNPEMMYLLIECTBA

. MMAPOAOOHMLLLEHHbIM ©Q30BbIM KOMMOHEHT OOACAQET BbICOKOM TEPMOOKMCAMUTEABHOM
CTABUABHOCTBIO, YTO MO3BOASET YBEAMYUTb MHTEPBAA 3AMEHBI CMA30YHOTO MATEPUAAQ B
CUCTEME MU COKPATUTb CTOMMOCTb BAOAEHMS.

. KoadbdumumeHT Tenaonepeaain ©OA30BOTO KOMMOHEHTA W €ro BbICOKAS MAOTHOCTb
obecneymBaeT BbICOKYIO CKOPOCTb MEPEAQYM TEMAA M YBEAMHMBAET SADAPEKTMBHOCTD
3KCMAYATALMM MPOAYKTA.

o OTCyTCTBME B MPOAYKTE KAHLLEPOreHHbIX BeLlecTs obecneympaer OE30NACHOCTb HA
NMPOU3BOACTBE.

TUMNYHBIE PUN3NKO-XMMUNHECKME NMOKASATEAN

MokasaTteAb MeToa
UCNbITAHUS TAIF STACCATO

KuHematmieckas Ba3kocTb npu 100 °C, mm2/c ASTM D445 5,4
KuHematnyeckas Ba3koCTb npwm 40 °C, mm2/cC 32
MHAEKC BA3KOCTM ASTM D2270 102
Temnepartypa BCMbILLKK B OTKPLITOM TUTAE, °C ASTM D92 230
Temnepartypa 3acTbiBaHMs, °C ASTM D97 -12
MAoTHOCTb Npu 15 °C, Kr/m3 ASTM D4052 860
CoaepXaHue yraepoad no KoHpaACoHy, % Mmacc. ISO6615 <0.1
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TUMNMNYHBIE TEPMOAMHAMWYECKUME NMOKA3SATEAU

YaeAbHas AaBAeHne
TENAOEMKOCTb rasa
(kAX/kr) (MBap)

AnHamunyeckas SHTaAbNUSA
BA3KOCTb ncnapeHus
(mMNaxc) (kA>X/MOAb)

KunemaTtuyeckas
BA3KOCTb (MM2/C)

T MAoTHOCTBL TenAonpoBOAHOCTb

(&) (xr/m3) (BT/(mxK)

0 874 0,141 1,825 0 381,60 333,50

10 868 0,139 1,868 0 174,70 151,60 -
20 862 0,138 1,910 0 90.40 77,90 -
30 856 0,137 1,950 0 51,65 44,20 -
40 850 0,136 1,995 0 31,95 27,20 -
50 844 0,134 2,035 0 21,15 17.85 -
60 838 0,133 2,078 0 14,75 12,35 -
70 832 0,132 2,120 0 10,75 8,95 -
80 826 0,130 2,162 0 8.15 6,75 -
90 820 0,129 2,205 0 6,35 5,20 -
100 814 0,128 2,245 0 5,10 4,15 -
110 808 0,127 2,290 0 4,20 3.40 -
120 802 0,126 2,330 0 3,50 2,80 -
130 796 0,124 2,375 0 2,99 2,35 -
140 790 0,123 2,415 0 2,55 2,00 87,90
150 784 0,122 2,460 0 2,22 1.75 87.50
160 778 0,121 2,500 0 1,99 1,55 87.10
170 772 0,120 2,540 0 1,75 1,35 86,66
180 766 0,119 2,585 0 1,58 1,20 86,25
190 760 0,118 2,625 1 1,45 1,10 85,88
200 754 0,117 2,635 1 1,30 1,00 85,44
210 748 0,115 2,660 1 1,20 0,90 85,00
220 742 0,114 2,685 2 1,10 0.80 84,60
230 736 0,113 2,707 3 1,05 0.75 84,22
240 730 0,112 2,730 5 0,95 0,70 83,77
250 724 0,111 2,755 7 0,90 0,65 83,33
2460 718 0,110 2,780 10 0.85 0,60 82,95
270 712 0,109 2,808 14 0.80 0,57 82,51
280 706 0,108 2,835 20 0.75 0,55 82,13
290 700 0,106 2,860 27 0,72 0,50 81,69
300 694 0,105 2,888 37 0,70 0,48 81,29
310 688 0,104 2,915 50 0.65 0,45 80,88

KoadbbuumneHT Tenrosoro pacumpenms: 7,4x10-4/°C




